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H47{8 8 Company Information
T A BYIT AR R AR AR
Consignor Shenzhen Huafurui Technology Co., Ltd.
Ly 2K B2 Hiith 4 R /A ®]/Zhongshan Tianmao Battery Co., Ltd.
i Y- X VA o 1L 717 48 BHEELET i A AT — B 208 “5/No.208, Qianjin one Road, Xin Qianjin
Manufacturer Village, Tanzhou Town, Zhongshan City, China
Hi%/Tel: +86-760-86289888 R4 /Mail: art096@zstmb.com
BRI T8 WS 5 AR AT BR 24 7 /Shenzhen TCT Testing Technology Co., Ltd.
I HRAGINN 2 X ABGHEN LA XL T X 3k 8 BALH& 2101, 2201/
IR FAL 2101 & 2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Subdistrict, Bao'an
Test Lab District, Shenzhen, Guangdong, China
B i%/Tel: +86-755-27673339 HRFE/Mail: tom@tct-lab.com
M1k /Website: http://www.tct-lab.com
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Name Li-Polymer Battery Battery/Cell Classification Single Cell Li-ion Battery
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ichs) C31 FIAR /
Type Trademark
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Normal Voltage a Rated Capacity da0man
BEREE REKLT
11.61
Watt-hour rating ol SPAL/Appentalge Silver Cuboid
Ji & /Mass 40.3g 258 /Li Content AiEH N/A
WiALE B Test Information
PR & MR &2 & B3
Test Report Number TEIA0RREEL Date of Test Report 202205 30
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Edition of UN B E CRIeMRHETFH ) (58 7 hRD 38371
Manual of Tests and UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.7/Subsection 38.3
Criteria Used
T.1: = i ibus T.2: EERE i T.3: RN y:hu
Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: i p:ihu T.5: AhERE g 150N T.6: #ifi/HrE i
Shock Pass External Short Circuit Pass Impact/Crush Pass
T.7: SEFTH i T.8: &l i y
Overcharge Pass Forced Discharge Pass
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