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BAMER Company Information
iii{i R HeAEER £l A BR 2 51/ Shenzhen Huafurui Technology Co., Ltd.
ARYITTRI I FHARA PR 7/ Shenzhenshi Jiuliyuan electronic technology
co.,LTD
e e g fy IRYITTAP L XS BTE AL X P 1L 4888 470 5 A BEGRIVE 201, 201,
Wi Jiuli Yuan Factory, Building A, No.470, Pingshan Jinbi Road, Biling
e Community, Biling Street, Pingshan District, Shenzhen
B3/ Tel: +86-755-28717996  HE4H/Mail: szjlydz168@163.com
M4E/ Website: ///
TRYN B IUAS 3 AF7 BR 2 5)/Shenzhen TCT Testing Technology Co., Ltd.
I RAE TRIINT F  RARAHTENF A XA L Tl KR B Bk &1 8~ 2101
st B fr 2201/2101 & 2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Subdistrict,
Test Lab Bao'an District, Shenzhen, Guangdong, China
Hi1%/Tel: +86-755-27673339 R4/ Mail: tom@tct-lab.com
K3/ Website: http://www.tct-lab.com
Ff5 S Battery Information 4
E N HESY Bt/ FLES 251 S BT Ha it .
Name Li-Polymer Battey Battery/Cell Classification Single Cell Li-ion Battery
BB R Fit7 ; 7
Type Trademark
BE B R WERE
; 52
Normal Voltage S Rated Capacity DimAR
B ek - WEK T
Watt-hour rating Aty 7P/ Appearance Silver Cuboid
JFi & /Mass 65.7¢g & B/Li Content ANEH N/A
M A{5 8 Test Information
MR E GRS MRS %R 0
Test Report Number T s Date of Test Report =023; He.d6
AR HE
Edition of UN Manual Bl GRAIRARETM) (387 kBT 1) 383 %
of Tests and Criteria UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.7/Amend 1/Subsection 38.3
Used
T.1: R e T.2: @ERE bih0 T.3: &30 i
Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: phds it T.5: 5% RS g T.6: fEii/HE it
Shock Pass External Short Circuit Pass Impact/Crush Pass
T.7: WERHE Eid T.8: &l i
Overcharge Pass Forced Discharge Pass
UN38.3.3(f) AER N/A UN38.3.3(g)
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