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HA7{5 8 Company Information
ﬁﬂﬁ]u VRN 43 5R R 4 PR 4 7] /Shenzhen Huafurui Technology Co., Ltd.
Consignor
rhly K B Bt A PR /A 7]/Zhongshan Tianmao Battery Co., Ltd.
A7 BT oLy v HE T AT bR AT HE— B 208 5/No.208, Qianjin one Road, Xin Qianjin
Manufacturer Village, Tanzhou Town, Zhongshan City, China
H1i%/Tel: +86-760-86289888 MBS/ Mail:  art096@zstmb.com é&
VAN T S ARG W AR AT B4 5] /Shenzhen TCT Testing Technology Co., Ltd.
I HE YN E 22 X BRI Ak XA L Tk X HR B Bl [~ 2101
UREE R v 2201/2101 & 2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Subdistrict,
Test Lab Bao'an District, Shenzhen, Guangdong, China
Hif/Tel: +86-755-27673339 B4 /Mail: tom@tct-lab.com
[Mhit/Website: hitp:/www.tct-lab.com
HYh{E B Battery Information
R RSV R HL /S 2 ) NETWON e S
Name Li-Polymer Battery Battery/Cell Classitication Single Cell Li-ion Battery
f‘ﬂ 5 C31 by /
Type Trademark
Normal Voltage - Rated Capacity SR
BEheE , YN RN
Watt-hour rating H-61Wh FhAllpprarence Silver Cuboid
Jii fit/Mass 40.3g ¥ £ ft/Li Content AEH NA
W5 B Test Information
BRI 4 I 2 25 R 2
Test Report Number TCT2207208013 Date of Test Report 22 OB, 30
R e
Edition of UN Manual A E CRIGMEEAETMY B 7RO 3837
of Tests and Criteria UN "Manual of Tests and Criteria” ST/SG/AC.10/11/Rev.7/Subsection 38.3
Used
T.1: mEEM iibu) T2: BERE liiBus T.3: #&3) liibus
Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: i piikus T.5: AhEBELHR i T6: # /s it
Shock Pass External Short Circuit Pass Impact/Crush Pass
T.7: SERH liiBus T.8: SR i
Overcharge Pass Forced Discharge Pass X
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